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. TEST RESULTS o
Lab Sample No. : S88-13 SS-14. SS-15 | - 8S-16 S$8-17 SS-18 -
Retained 4.75 mm Sieve . .~ (%) 0.0 0.6 0.0 3.3 10.5 0.0
Passing 2.00 mm Sieve (%) -.100.0 98.9 . 99.6 94.7 83.6 100.0
Passing 425 pm Sieve | (%) 99.8 80.7 92.0 43.2 71.8 99.8
‘ Passing 75 pym Sieve (%) 97.4 20 3 9 0 8.2 . 127 92.4
MINUS 2 OOmm FRACTION
{SOIL MORTAR - 100% _ , -
"Coarse Sand Ret-250 ym (%) 0.5 36.3 11.2 58.7 32.8 0.5
Fine Sand Ret - 53 ym (%) 3.5 47.5 - 81.3 34.5 54.2 | 11.4
Silt 0.05 - 0.005 mm’ (%) 472} 12.7 1.8 | . 4.2 39| - 31.5
Clay < 0.005 mm (%) 488 | 3.4 5.6 25 9.1 56.6
' 100.0 ~ 100.0. "100.0 100.0 100.0 1000
~[Moisture Content * (%) 45.7 - ND. - ND ND ND 81.6
Liquid Limit, L.L. ' 54 22 17 19 15 69
Plasticity Index, - P.I. 32 NP NP NP - NP . 42
AASHTO Classification A-7-6(35) A-2-4(0) A-3 A-1-b A-2-4(0) A-7-6(44)
Organic Content (%) ND ND . - ND ND ~ ND ND
Boring No. B-1 EB-1 EB-1 EB-1 EB-1 EB-1
Station N/A N/A N/A N/A - N/A N/A
Offset - N/A N/A - N/A N/A N/A N/A
Alignment N/A N/A N/A N/A N/A - N/A
_ Depth (ft) From|  86.8 7.3 12.3 17.3 27.3. 373 |
g | to 8.8 288 38.8

88.3 . -

) lREMA,RKS: N/A=Not Applicable; ND=Not Determined

13.8

18.8

Reviewed by: M . L‘“""‘“‘

Reviewed by:

L TEST RESULTS _ »
Lab Sample No. 8S-19 8s-20 | ss-21 | ss22 8S-23 SS-24
" Retained 4.75 mm Sieve. (%) 0.0 24 1.9} 35 0.2 6.2
Passing 2.00 mm Sieve - - (%) © 100.0 |- 97.3 96.5 94.4 | 98.9 93.7
 Passing 425 pm Sieve (%) 99.9 - 85.1 938| - - 934 . 876 921}
- | Passing 75 pm Sieve' (%) 94.9 16.1 8.3 49.7 8.7 87.0 |
s | ~ MINUS 2.00mm FRACTION
SOIL MORTAR - 100% ' _ ,
Coarse Sand Ret - 250 ym (%) 0.2 - 39.0 411 1.4 36.6 2.0
Fine Sand Ret - 53 ym (%) 167 - 455 874 | 68.4 ~ 56.2 9.0}
Silt 0.05 - 0.005 mm (%) . 66.5 6.7 6.3 .23.8 25 34.3
Clay < 0.005 mm (%) 17.6 8.8 .22 6.4 4.7 - 547
100.0 100.0 100.0 100.0 100.0 = 100.0 |
Moisture Content (%) | - 72.9 . ND ND 27.9 ND  86.9
Liquid Limit, L.L. 41 19 21 22 16 72
Plasticity Index, P.I 10 NP " NP " NP ‘NP | 43
AASHTO Classification " A5(12) A-2-4(0) A3 A-4(0) A-3 A-7-6(42)
Organic Content (%) ND ND ND ND ND [ ND
Boring No. EB-1 BH-1 BH-1 BH-1 BH-1 © BH-1
.fStation N/A N/A N/A N/A N/A N/A
Offset "~ N/A N/A N/A - N/A N/A - N/A
Alignment N/A " N/A NA N/A N/A " N/A
Depth (ft) - From 57.3 0.0 124 22.4 27.4 37.4
to 58.8 1.5 13.9 23.9 28.9 38.9
'REMARKS: N/A=Not Applicable; ND=Not Determined
N oo




